
 

 

Department of Civil Engineering 

Report of Event (Internship/Field Work/Industrial Visit) 
 

Date:- 27/10/ 2023 Time:- 10.15am 
 

Class:-BE Venue:- Ahmednagar 
 

Nature of Event (Intern/FW/IV) :- Technical Visit to Hot Mix Plant 

 Name of Company:- GHV (India) Pvt. Ltd.   

Address of Company:-  Gat No.796/1, Mandavgan Phata, Solapur Road, Ahmednagar 414101. 
 

Name of Staff: - Prof. S. N. Daule, Dr. M. P. Wagh  

Name of Delegates:- Er. Sharat Sinha (Plant Head), Er. Gupta(Testing Lab I/C). 

 
Description of the Event:- Industrial visit for subject Transporation Engineering was arranged 

for final year civil engineering students on 27/10/2023 to GHV (India) Pvt. Ltd Hot Mix Plant, 

Mandavgan Phata, Ahmednagar. The purpose of the visit was to make the students familiar with 

the working operations of hot mix plant and testing on bitumen and polymer mixes. 

 

1. Objectives- 

 To provide an awareness about new technologies. 

 To provide an exposure about industrial practices. 

2. Outcomes :  

Students are able to 

 Get exposure to current work practices 

 Identify their prospective area of work. 

 Enhance their interpersonal skills. 

Total Number of Students Present:-  42 
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Visit Conduction Remark by GHV: 

 

 

 

 
 

 

 

 

 

 

 

 

 
  

 

 
 



 

Visit Attendance: Page1 

 

 

 
 

 



 

Visit Attendance: Page2 

 

 
 

 

 



 

Visit Notice: 

 

 
 

 

 



 

Visit Schedule: 

 

 
 

 



 

Sample undertaking of students for visit: 

 

 

 
 

 



 

Sample undertaking of students for visit: 

 

 
 

 



 

Concluding Visit Remarks: 

 

Name of Site : GHV(India) Pvt. Ltd.  Hot Mix Plant. 

Address : Mandavgan Phata, Solapur Road, Ahmednagar. 

Bitumen tank capacity : 2000 tonnes per day 

Mixing drum capacity : 1000-1500 kg 

Mixing temperature of bitumen : 160
o
c to 180

o
c 

Bitumen filming time with aggregates in 

rotating drum 

: 3 to 5 minutes 

Max. bitumen used with aggregates in % : For seal coat =4.5%, bituminous macadam = 2.5% etc. 

Bitumen using at the time of visit : V.G.40 grade 

Tests performed  1) Viscosity Test 

2) Marshall Stability Test 

Plant Visit guided by : Er. Sharat Sinha (Plant Head) 

Er. Gupta (Testing Lab I/C) 
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Visit Sample Photographs: 

 

 

 
 

  

  
  

  

 

 


